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Introduction 

The study of lignin pyrolysis has a vital importance since all lignin 
conversion processes, namely; combustion, liquefaction and gasification, are 
initiated by this step. 
of aromatic chelricals through the pyrolysis process. 
l i g n i n  conversion processes have been published by Goldstein (L), Drew (L), Goheen 
(2) and Coughlin and Avni, et.al., (4). 
Gavalas, et-al., (5) studied the pyrolysis of Kraft lignin using the captive sample 
technique. At 40O-65O0C for 10-120 sec, he claimed that a fundamental kinetic 
description of lignin pyrolysis was not possible at the time. 
lignin pyrolysis based on its model components and compared his simulations to 
previously published data (1). In a recent study by Avni, et.al., (8-9). the 
pyrolysis behavior of Iotech lignin was studied at different ambient pressures and 
heating rates. 

coal pyrolysis (10-12) applied to a heated grid as well as an entrained flow 
reactor, to the pyrolysis of lignin. Flash pyrolysis as well as slow heating rate 
pyrolysis was carried out in a heated grid (z), in which on-line, in-situ gas and 
tar analysis is performed by Fourier Transform Infrared (FT-IR) Spectroscopy. The 
model has proved to be successful in simulating the results of vacuum flash 
pyrolysis and slow heating rate pyrolysis for a variety of lignins. 

Lignin, a major component of biomass is a potential source 
Important recent reviews of 

Very few kinetic studies of lignin pyrolysis have been carried out recently. 

Klein (a) modeled 

This paper considers the appllcation of a recently developed pyrolysis model of 

Experimental 

Lignin Samples 

Seven lignins were used in the study; Table 1 compares the different lignins 
and their sources. Four of them were received from manufacturers while the last 
three were extracted in our laboratory. 
methoxy content of the lignins. 
under vacuum before the experiments. 

Flash Pyrolysis Experiments 

Table 2 shows the elemental composition and 
All lignin samples were dried for 48 hours at 108'C 

The flash pyrolysis apparatus is illustrated i n  Fig. 1. It consists of a 
heated grid pyrolyzer located in the center of a large gas cell with K B r  windows to 
allow FT-IR (Nicolet) analysis (13). The lignin is evenly distributed between two 
layers of stainless-steel cr tungsten screen which is electrically heated. Lignin 
temperatures of 1800°C and heatink rates in excess of 10,00OoC/sec for the highest 
temperatures can be achieved using a tungsten screen. 
performed in vacuum, the tar molecules quickly escape the grid and land on the cold 
glass. 

Evolution kinetics for gaseous species are determined with the FT-IR whlch 
pcrmltn low rt~troliirloli  npcv-1 rti ( R  w:iventimlwru) to he tnknn n t  RO miicc Intervals. 
The low retlolutlon aiiltlyels can daLrciulna CO, C02,  112(j, c1l4, SO , cs2, c211 , c2114, 
C3i16, bcnrenc, uiid licnvy porufcintl find olcflnti. Thc tlinc-tcm,,?.rritrlre cvolutlon for 

When flash pyrolysis is 
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each species can be determined from such scans as indicated in Fig. 2 which shows 
the CO yield as a function of time at several temperatures. 

The distribution of major products is determined hy weighing the lignin, the 
char (which remains on the screen) and the tar (which accumulates on a glass tube 
surrounding the grid) and by quantitative analysis of 0.5 wavenumber, FT-IR spectra 
of the evolved gas taken at the completion of a run. The high resolution spectra 
can quantitatively determine all of the above species plus C2H6, C H C H , NH3 
and potentially many other species which have not yet been observea.8’Cahfration 
of the FT-IR vas made using pure gases or prepared gas mixtures. Analysis of the 
solids was performed with the FT-IR and by elemental analysis. 

Constant Heating Rate Experiment 

Slow constant heating rate experiments with evolved gas analysis by Mass 
Spectrometry (MS) or Cas Chromatography (CC) has been used by several investigators 
to study coal (E-x). 
offers advantages over CC in speed and over HS in the ability to identify heavy tar 
materials. 

shown in Fig. 1. The sample is heated at a constant rste (3O0C/min) while gas 
evolution is monitored by FT-IR. The pyrolysis gas is swept from the cell with a 
constant flow of nitrogen (700 ml/min) at a pressure of 1 atm. 

Cas analysis by FT-IR, as used in the experiments here, 

Constant heating rate experiments were performed for lignin uaing the apparatus 

Pyrolysis Model 

The pyrolysis model assumes a lignin structure constisting of substituted 
phenyl-propane subunits linked by C-0 and C-C bonds. During thermal decomposition 
the relatively weak bonds break, releasing the tar which is comprised of monomers, 
dimers and trimers of phenyl-propane subunits. 
show a remarkable similarity to the parent lignin. 
comparison. 
polymers. 

competitive cracking of substituted groups and ring clusters to form the light 
molecular specie8 of the gas. 
functional group distribution in the original lignin. At low temperatures there is 
very little rearrangement of the lignin polymer but there is decomposition of the 
substituted groups and aliphatic structures resulting in CO release from the 
carbonyl, H20 from hydroxyl, hydrocarbon gases from aliphatgc and methoxy groups, 
and CO from weakly bound oxygen groups such as aldehyde groups. At high 
temperatures there is breaking and rearrangement of the aromatic rings. 
pyrolysis, the rearrangment of the lignin subunits permits H 
aromatic hydrogen. Additional CO form tightly bound oxygen functionalities. As 
this process continues the char becomes lnore graphitic. At high temperatures the 
FT-IR spectra of lignin char and coal char are remarkably similar, (see Figure 3d) 
both are highly aromatic. 
observed for a variety of coals nnd lignins in the heated grid experiments is that 
the temperature dependent evolution rate of C02 and CO are similar for all lignins 
and coals whlle the evolution rates of H20, CII,,. paraffins and tar from lignin vary 
slightly from coal, due to the different bridges between the ring clusters. 
rate of evoluticn of a specie will depend on the nature of the functional group 
which is its source but appears relatively insensitive to lignin source or 
extraction processes. The insenitivity of kinetic rates to coal rank has been 
reported in other investigations (14,18-21). 

XeTyrolysis used here has been presented 
previously (g-2). 
parallel independent evolution of the light species in competition with the tar 
evolution. 

similar in composition to the parent coal, the dry, ash-free (OAF) coal or lignin is 

The FT-IR spectra of the lignin tar 
Figure 3a-c shows such a 

Such similarity has also been observed for pyrolysis of coals and model 

A pyrolysis model should simulate the evolution of tar fragments and 

The yield of each gas species should depends on the 

Late in the 
to be evolved from the 2 

A striking feature of thermal decomposition which was 

The 

The mathematical description 
The model considers the removal of functional groups by a 

To model tllrac two competing potlw w l t h  on(: pnLh y l c l c l l n g  I I  product which IR 
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represented  as a rec tangular  area.  
according t o  the chemical composition of the  c o a l  c r  l ign in .  Yoi r e p r e s e n t s  t h e  
i n i c i a l  f r a c t i o n  of a p a r t i c u l a r  component (carboxyl, aromatic  hydrogen, e t c )  and 
t h e  sum of the Yo 's equals  1. 
( c a r b o n w l  i n t o  Cb,, aromatic hydrogen inco It2, e t c )  is represented by the  f i r s t  
order  diminishing of the  Yi dimension, y i d o i  exp(-kit). 
i n t o  a p o t e n t i a l  t a r  forming f r a c t i o n  Xo and a non-tar forming f r a c t i o n  1-X". 
eVOhtiOn Of the t a r  is represented by the  f i r s t  o rder  diminishing of t h e  X 
dimension X=Xo exp(-k t).  

Values f o r  Yo a r e  obtained 
from elemental  and FT-IR a n a l y s i s  and from t h e  heated g r i d  pyro lys i s  experiments 
( ~ , ~ , ~ ) .  The value of Xo is a t  present  a parameter of t h e  model. 
c o n t r o l l e d  by the oxygen and a l i p h a t i c  or hydroaromatic hydrogen content  of t h e  
l i g n i n  and can be inf luenced by pressure ,  p a r t i c l e  s i z e ,  bed geometry and the 
t ranspor t  p roper t ies  of t h e  pyro lys i s  medium. 

Figure 4-b shows t h e  i n i t i a l  s t a g e  of thermal decomposition during which the  
v o l a t i l e  components, H 2 0 ,  CO-loose and co2, evolve from t h e  hydroxyl, e ther- loose 
and carboxyl groups, respec t ive ly .  a long with a l i p h a t i c s  and t a r .  A t  a l a t e r  s t a g e  
(Fig. 4-C) CO-tight and H a r e  evolved from the e ther -c ight  and aromatic  hydrogen. 
Figure 4-d shows t h e  f i n a f  s t a t e  of t h e  char ,  t a r  and gas. 

composition of Io tech  Aspen l i g n i n .  
spec ies  evolut ion k i n e t i c s .  
e t . a l .  (24) f o r  descr ib ing  c o a l  weight loss .  
Anthony'rmodel t o  descr ibe  i n d i v i d u a l  spec ies  evolut ion.  
the  present  study. 

AS shown i n  Pig. 4a. t h e  Y dimension is div ided  

The evolu t ion  of each component i n t o  t h e  gas 

The X dimension i s  d iv ided  
The 

Figure 4-a showstthe i n i t i a l  s t a t e  of the  coal. 

It is 

Table 3 presents  t h e  k i n e t i c  r a t e s  used i n  t h e  model and t h e  f u n c t i o n a l  group 
A d l s t r i b u t e d  a c t i v a t i o n  energy is used f o r  

Such models were used by P i t t  (3) and by Anthony, 
Weimer and Nagan (16) employed 

This model was used i n  

Resul t s  and Discussion 

Figure 5 shows the  evolu t ion  r a t e s  of t h e  major gas spec ies  and t a r  from Io tech  
l i g n i n  a t  a constant  hea t ing  r a t e  pyro lys i s  of 30°C/min. 
evolu t ion  r a t e s ,  using t h e  parameters i n  Table 3 agree  v e l 1  with t h e  experimental  
r e s u l t s .  
f o r  coa l  and l ign in .  The experimental  CG evolu t ion  r a t e s  (Pig. 6 )  of s e v e r a l  l i g n i n s  
i n d i c a t e  a high temperature tight-CO and show the  i n s e n s i t i v i t y  of the evolu t ion  
r a t e  t o  the  l i g n i n  source or t h e  e x t r a c t i o n  processes  used. 

The methane evolu t ion  r a t e  sugges ts  a t i g h t l y  and loose ly  bound precursor .  
loose methane is probably from t h e  methoxy group of t h e  phenylpropane subuni t .  The 
methoxy content of Io tech  l i g n i n  is 17.01 v e i g h t  percent .  much higher  then any c o a l  
methoxy content. Figure 8 compares t h e  experimental  evolu t ion  rate of methane from 
Io tech  l i g n i n  and Pi t t sburgh  Seam c o a l ,  t h e  only d i f f e r e n c e  between t h e  two is t h e  
loose methane i n  t h e  l ign in .  The s i m i l a r i t y  between t h e  two can be explained i n  
l i g h t  of t h e  similar FT-IR s p e c t r a  ( see  Fig. 3-d) of l i g n i n  char and c o a l  char a t  
500°C and higher  temperatures. 
t o  the  s t a r t i f g  mater ia l s .  
near  2900 c m  
char  a t  500°C compared t o  t h e  r a t i o  i n  t h e  l i g n i n .  
r e s i d u a l  oxygen appears  t o  be predominantly e t h e r  type oxygen. 
the  methane evolut ion r a t e  of s e v e r a l  l i g n i n s ,  aga in  t h e  r a t e  is i n s e n s i t i v e  t o  the  
l i g n i n  source and e x t r a c t i o n  process. The r a t i o  of the  loose  methane t o  t i g h t  
methane peaks is changing from one l i g n i n  t o  another .  The r a t i o  seems t o  increase  
with an increase  i n  t h e  methoxy content  of t h e  l i g n i n  ( s e e  Table 2 f o r  methoxy 
content ) .  

The predicted t a r  evolu t ion  r a t e  is i n  e x c e l l e n t  agreement with the experimental  
data .  The a c t i v a t i o n  energy used f o r  t h e  s imula t ions  of t a r  evolu t ion  (48 kcal/mole 

1500 cal /mole)  is i n  a very good agreement with t h e  est imated a c t i v a t i o n  energy of 
t h e  e t h e r  l inkage (48 kcal/mole) connect ing the  phenylypropane subuni ts .  The 
a c t i v a t i o n  energies  have been ca lcu la ted  using t h e  group a d d i t i v i t y  theory of S. W. 
Benson (25.26). 
t a r  r a t e  curve on the  temperature sca le .  The d i f f e r e n c e s  i n  the t a r  r a t e s  between 

The s imulat ions of t h e  ' 

A s  was mentioned previously,  the  k i n e t i c  r a t e s  of CO and COP a r e  s i m i l a r  

The 

I n  both cases  t h e  char  is highly  aromatic  r e l a t i v e  
The r e l a t i v e  r a t i o  of t h e  a r e a  under the  a l i p h a t i c  peaks 

t o  the  aromatic  peaks near  800-l decreased d r a s t i c a l l y  i n  the  l i g n i n  
I n  both c o a l  and l i g n i n  the  

Figure 7 compared 

The DTGA of Io tech  l i g n i n  confirms t h e  l o c a t i o n  and shape of t h e  
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coal and lignin are due to the weak ether linkages that exist in the lignin between 
the polymer subunits; such weak linkages do not exist in coal. 

Figure 9 shows the gas yield versus pyrolysis time in a flash pyrolysis. 
major gas species evolved were CO, CO , H20 and paraffins, at a final static 
temperature of 5OO0C for 80 seconds. 'The simulations of the gas species obtained 
vith the parameters in Table 3 are in good agreemet with the data presented within 
the experimental errors. 
shows a higher fraction of tight-methane than is observed in the flash pyrolysis. 
There is no such indication with the rest of the gas species. 

temperatures of flash pyrolysis are shown in Fig. 2 where it is evident that the 
agreeement between theory and experiment is good. 

The 

The methane evolution in the slow heating rate experiments 

Yield of CO versus pyrolysis time in a flash pyrolysis at different 

Conclusions 

The experiments have shown that lignin pyrolysis kinetics are insensitive to lignin 
source or extracting process. 
fast heating rates, using the given model parameters. The lignin parameters of the 
model are related to the functional group composition of the lignin. 

Theory and experiment agree well for both slow and 
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TABLE 1 

LIGNIN SOURCE 

Lignin Wood Manufacturer Pretreatment 

Iotech Aspen Iotech Corp. steam explosion 
Stake Aspen Stake Tech. Ltd. autohydrolysis 
BEC Aspen Biological Energy --- 
Indulin Pine Westvaco 
Ethanol Aspen b a steam explosion 
HC 1 Aspen C a st’eam explosion 

Aspen d a steam explosion H2S04 

Cor:,. --- 

a) 
laboratory. 

b) 
The reaction is carried out in autoclave at 185OC for 1 hour. 

c) 25 g of wood was stirred for 4 hours with 500 g conc. 
temperature. After 20 hours water is added and the mixture is filtered and washed 
with soda solution. 

d) 25 g of wood is treated with 250 ml Of 72% H SO and stirred at room 
temperature for 2 hours, 2 volumes of water is a3de% and the mixture is 
filtered. The lignin is reflex for 1 hour in 125 ml 3% H2S04. 

The Aspen wood was steam-exploded by Iotech Corp. and extracted in our 

25 g of wood is mixed with 250 g of 43 WtZ ethanol in water mixture at pH 6. 

HCl st room 

TABLE 2 

ELEMENTAL COMPOSITION AND METHOXY CONTENT OF LIGNINS 

Lignin Iotech Indulin BEC Stake Ethanol HC1 H2s04 

C 63.44 64.35 66.84 60.61 65.57 52.33 61.54 

H 5.87 5.71 6.09 5.31 5.76 5.75 5.14 

0 29.94 27.69 27.04 33.39 28.37 40.08 31.83 

S 1.3 0.5 - - - - - 
Mineral 0.75 0.95 0.03 0.69 0.30 0.56 0.99 

Methoxyl 17.01 13.95 19.32 12.58 17.41 6.93 10.99 
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